Chongqing Borida Construction Co.,Ltd

Certificate of Analysis

A\

Item No. P.C.E Logo:
Model: High-Strength Amount: 20tons
Batch 19100101 Dosage: 1. 0%

Batch No. 2019410 H 01 H Date: 2019 4 11 H 02 H
e Inspection Test Standard Test resut ¥ E
1 /%, Water reducer Min25 32.5 ai%
2 Atmospheric Pressure Bleeding Rate 50 15 Bk

3 Gas Content /%, max6. 0 2.3 =

4 Slump fluidity after lh/mm, / / /
s Difference between the | inital min-90"+90 =30 o
setting time final ~90™+90 60 L%

1d 180 208 &

6 Ratio Of compressive 3d 170 189 a
Strength 7d 145 172 L%
28d 130 157 i

7 28d days compress strength/%, 110 103 &

8 CL/%, Max0. 6 0.01 &
9 Alkali/%, max5. 0 3.5 i
10 density, g/cm’ 1. 06+0. 02 1. 06 G
11 PH Value 9+1 8.8 L
12 NaS02/%, Max5. 0 0.5 L

Standard :ASTM C494
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HifE: 023-65531689 PdE: www. cgbrd. com




